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Sample Receiving Date 2019/12/02

2019/12/02 TO 2019/12/11

Test Result(s)

Testing Period

The test was specified by client, please refer to result table for testing item(s).Test Requested

Please refer to following pages.

Country of Origin

PPSUSample Material

TAIWAN

Test Report

Sample Submitted By

1F., NO. 64, LIULU 14TH ST., SHALU DIST., TAICHUNG CITY 433, TAIWAN (R.O.C.)

The following sample(s) was/were submitted and identified by/on behalf of the applicant as :

No. : CT/2019/C0015 Date : 2019/12/11

SONISON BABY PRODUCTS CO., LTD.

PPSU DOROTHY WONDERLAND FEEDING BOTTLE

PPSU FEEDING BOTTLE/PPSU GOOD MOOD SIPPY CUP/PPSU SIPPY CUP

SONISON BABY PRODUCTS CO., LTD.

Sample Description

Sample Description of Same
Material/Color
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1F., NO. 64, LIULU 14TH ST., SHALU DIST., TAICHUNG CITY 433, TAIWAN (R.O.C.)

No. : CT/2019/C0015 Date : 2019/12/11

SONISON BABY PRODUCTS CO., LTD.

Result

No.1

ppm
The sample is immersed in water at 95°C
for 30 minutes, and the eluent is analyzed
by high performance liquid chromatography
/ fluorescence detector (HPLC/FLD).

0.0005 n.d.

ppm The sample is immersed in 4%Acetic Acid
at 60°C for 30 minutes, and the eluent is
analyzed by high performance liquid
chromatography / fluorescence detector
(HPLC/FLD).

0.0005 n.d.

1.

2.

3.

4.

PART NAME No.1 ：

Bisphenol S migration -
(4%Acetic Acid, 60℃, 30 min)

Method LOQ

Bisphenol S migration - (water,
95℃, 30 min)

The report is invalid if it is partly reproduced or used.

Test Item (s) Unit

Test Result(s)

TRANSPARENT-AMBER PLASTIC FEEDING BOTTLE

0.1 wt% = 1000 ppm

LOQ = Limit of Quantification ;

Note：

n.d. = Not Detected = less than LOQ
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1F., NO. 64, LIULU 14TH ST., SHALU DIST., TAICHUNG CITY 433, TAIWAN (R.O.C.)

No. : CT/2019/C0015 Date : 2019/12/11

SONISON BABY PRODUCTS CO., LTD.

#PIC

** End of Report **

* The tested sample / part is marked by an arrow if it's shown on the photo. *
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